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� Recovered paper is the German paper industries‘ most 
important fibrous raw material.
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Initial Situation

� Recovered paper is the German paper industries‘ most 
important fibrous raw material.

� Current chemical and physical characteristics of the 
quality of recovered paper are only partially available. 

� PMV has experience through decades in describing the 
quality properties of recovered paper. 
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